
Primary Analytical Target Recommended
Test Properties: Value Specification ASTM STM*

29 23/35 D1510

72 66/78 D2414

58 51/65 D3265

Secondary Physical Typical
Test Properties: Value

Pour Density, lb/ft
3

29.0 27.0/31.0 D1513

Fines Content,  %
Bulk shipments 3.0 /6.0 D1508
Bag shipments 5.0 /9.0

Sieve Residue, ppm
No. 325 mesh 300 /500 D1514
No. 35 mesh 0 /5

1.0 /1.5 D1509
Heating Loss,  %

Bulk shipments
Bag shipments 1.0 /2.0

*Annual Book of ASTM Standards, Vol. 09.01

Rev 2 [01-03]

CONTINEX  N774
PRODUCT DATA SHEET 

Iodine Absorption
Number, gI2 / Kg

Oil Absorption No. [OAN]
cm3 / 100g

Oil Absorption No. [OAN]
cm3 / 100g

Tint Strength, %

Primary Analytical Target Recommended
Test Properties: Value Specification ASTM STM*

68 62/74 D1510

120 114/126 D2414

100 94/106 D3265

Secondary Physical Typical
Test Properties: Value

Pour Density, lb/ft
3

21.5 19.5/23.5 D1513

Fines Content,  %
Bulk shipments 3.0 /6.0 D1508
Bag shipments 5.0 /9.0

Sieve Residue, ppm
No. 325 mesh 300 /500 D1514
No. 35 mesh 0 /5

1.0 /1.5 D1509
Heating Loss,  %

Bulk shipments
Bag shipments 1.0 /2.0

*Annual Book of ASTM Standards, Vol. 09.01

Rev 2 [01-03]

CONTINEX  N351
PRODUCT DATA SHEET 

Iodine Absorption
Number, gI2 / Kg

Oil Absorption No. [OAN]
cm3 / 100g

Oil Absorption No. [OAN]
cm3 / 100g

Tint Strength, %

Primary Analytical Target Recommended
Test Properties: Value Specification ASTM STM*

82 76/88 D1510

102 96/108 D2414

104 98/110 D3265

Secondary Physical Typical
Test Properties: Value

Pour Density, lb/ft
3

23.5 22/25 D1513

Fines Content,  %
Bulk shipments 3.0 /6.0

D1508

Bag shipments 5.0 /9.0

Sieve Residue, ppm
No. 325 mesh 50 /200

D1514

No. 35 mesh 0 0

1.0 /1.5
D1509

D5230

Heating Loss,  %
Bulk shipments
Bag shipments

Pellet Hardness
High
Average

1.0

54
34

/73
/53

/2.0

*Annual Book of ASTM Standards, Vol. 09.01

SATIN BLACK  SBX152 
PRODUCT DATA SHEET 

Iodine Absorption
Number, gI2 / Kg

Oil Absorption No. [OAN]
cm3 / 100g

Oil Absorption No. 
[OAN] cm3 /100g

Tint Strength, %

Primary Analytical Target
Test Properties: Value ASTM STM*

36 D1510

122 D2414

Secondary Physical Typical
Test Properties: Value

Pour Density, lb/ft
3

22.0 D1513

Fines Content,  %
Bulk shipments 3.0 D1508
Bag shipments 5.0

Sieve Residue, ppm
No. 325 mesh <200 D1514
No. 35 mesh 0

1.0 D1509
Heating Loss,  %

Bulk shipments
Bag shipments 1.0

*Annual Book of ASTM Standards, Vol. 09.01

CONTINEX  N650
PRODUCT DATA SHEET 

Iodine Absorption
Number, gI2 / Kg

Oil Absorption No. [OAN]
cm3 / 100g

Oil Absorption No. [OAN]
cm3 / 100g

Primary Analytical Target
Test Properties: Value ASTM STM*

36 D1510

90 D2414

Secondary Physical Typical
Test Properties: Value

Pour Density, lb/ft
3

26.5 D1513

Fines Content,  %
Bulk shipments 3.0 D1508
Bag shipments 5.0

Sieve Residue, ppm
No. 325 mesh <200 D1514
No. 35 mesh 0

1.0 D1509
Heating Loss,  %

Bulk shipments
Bag shipments 1.0

*Annual Book of ASTM Standards, Vol. 09.01

CONTINEX  N660
PRODUCT DATA SHEET 

Iodine Absorption
Number, g/Kg

Oil Absorption No. [OAN]
cm3 / 100g

Oil Absorption No. [OAN]
cm3 / 100g

Primary Analytical Target
Test Properties: Value ASTM STM*

35 D1510

133 D2414

Secondary Physical Typical
Test Properties: Value

Fines Content,  %
Bulk shipments

3.0
D1508

Bag shipments
5.0

Sieve Residue, ppm
No. 325 mesh

<300 D1514

1.0
D1509

Heating Loss,  %
Bulk shipments
Bag shipments 1.0

*Annual Book of ASTM Standards, Vol. 09.01

CONTINEX  N683
PRODUCT DATA SHEET 

Iodine Absorption
Number, g/Kg

Oil Absorption No. [OAN]
cm3 / 100g

Oil Absorption No. [OAN]
cm3 / 100g

Primary Analytical Target
Test Properties: Value ASTM STM*

27 D1510

65 D2414

Secondary Physical Typical
Test Properties: Value

Pour Density, lb/ft
3

30.45 D1513

Fines Content,  %
Bulk shipments 3.0 D1508
Bag shipments 5.0

Sieve Residue, ppm
No. 325 mesh <200 D1514
No. 35 mesh 0

1.0 D1509
Heating Loss,  %

Bulk shipments
Bag shipments 1.0

*Annual Book of ASTM Standards, Vol. 09.01

CONTINEX  N762
PRODUCT DATA SHEET 

Iodine Absorption
Number, g/Kg

Oil Absorption No. [OAN]
cm3 / 100g

Oil Absorption No. [OAN]
cm3 / 100g

Primary Analytical Target
Test Properties: Value ASTM STM*

29 D1510

72 D2414

Secondary Physical Typical
Test Properties: Value

Pour Density, lb/ft
3

29.0 D1513

Fines Content,  %
Bulk shipments 3.0 D1508
Bag shipments 5.0

Sieve Residue, ppm
No. 325 mesh <200 D1514
No. 35 mesh 0

1.0 D1509
Heating Loss,  %

Bulk shipments
Bag shipments 1.0

*Annual Book of ASTM Standards, Vol. 09.01

CONTINEX  N774
PRODUCT DATA SHEET 

Iodine Absorption
Number, g/Kg

Oil Absorption No. [OAN]
cm3 / 100g

Oil Absorption No. [OAN]
cm3 / 100g

Primary Analytical Target Recommended
Test Properties: Value Specification ASTM STM*

82 76/88 D1510

102 96/108 D2414

104 98/110 D3265

Secondary Physical Typical
Test Properties: Value

Pour Density, lb/ft
3

23.5 22.0/25.0 D1513

Fines Content,  %
Bulk shipments 3.0 /60 D1508
Bag shipments 5.0 /9.0

Sieve Residue, ppm
No. 325 mesh 300 /500 D1514
No. 35 mesh 0 /5

1.0 /1.5 D1509
Heating Loss,  %

Bulk shipments
Bag shipments 1.0 /2.0

*Annual Book of ASTM Standards, Vol. 09.01

Rev 2 [01-03]

CONTINEX  N650
PRODUCT DATA SHEET 

Iodine Absorption
Number, g/Kg

Oil Absorption No. [OAN]
cm3 / 100g

Oil Absorption No. [OAN]
cm3 / 100g

Tint Strength, %

Primary Analytical Target
Test Properties: Value ASTM STM*

43 D1510

121 D2414

Secondary Physical Typical
Test Properties: Value

Pour Density, lb/ft
3

220 D1513

Fines Content,  %
Bulk shipments 3.0 D1508
Bag shipments 5.0

Sieve Residue, ppm
No. 325 mesh <200 D1514
No. 35 mesh 0

1.0 D1509
Heating Loss,  %

Bulk shipments
Bag shipments 1.0

*Annual Book of ASTM Standards, Vol. 09.01

Rev 2 [01-03]

CONTINEX  N550
PRODUCT DATA SHEET 

Iodine Absorption
Number, g/Kg

Oil Absorption No. [OAN]
cm3 / 100g

Oil Absorption No. [OAN]
cm3 / 100g

Primary Analytical Target Recommended
Test Properties: Value Specification ASTM STM*

90 84/96 D1510

120 114/126 D2414

111 105/117 D3265

Secondary Physical Typical
Test Properties: Value

Pour Density, lb/ft
3

21.5 19.5/23.5 D1513

Fines Content,  %
Bulk shipments 3.0 /6.0 D1508
Bag shipments 5.0 /9.0

Sieve Residue, ppm
No. 325 mesh 300 /500 D1514
No. 35 mesh 0 /5

1.0 /1.5 D1509
Heating Loss,  %

Bulk shipments
Bag shipments 1.0 /2.0

*Annual Book of ASTM Standards, Vol. 09.01

Rev 2 [01-03]

CONTINEX  N339
PRODUCT DATA SHEET 

Iodine Absorption
Number, gI2 / Kg

Oil Absorption No. [OAN]
cm3 / 100g

Oil Absorption No. [OAN]
cm3 / 100g

Tint Strength, %

Primary Analytical Target Recommended
Test Properties: Value Specification ASTM STM*

82 76/88 D1510

72 66/78 D2414

111 105/117 D3265

Secondary Physical Typical
Test Properties: Value

Pour Density, lb/ft
3

29.0 27.0/30.0 D1513

Fines Content,  %
Bulk shipments 4.0 /7.0 D1508
Bag shipments 6.0 /10.0

Sieve Residue, ppm
No. 325 mesh 300 /500 D1514
No. 35 mesh 0 /5

1.0 /1.5 D1509
Heating Loss,  %

Bulk shipments
Bag shipments 1.0 /2.0

*Annual Book of ASTM Standards, Vol. 09.01

Rev 2 [01-03]

CONTINEX  N326
PRODUCT DATA SHEET 

Iodine Absorption
Number, gI2 / Kg

Oil Absorption No. [OAN]
cm3 / 100g

Oil Absorption No. [OAN]
cm3 / 100g

Tint Strength, %

Primary Analytical Target Recommended
Test Properties: Value Specification ASTM STM*

120 114/126 D1510

125 119/131 D2414

123 117/129 D3265

Secondary Physical Typical
Test Properties: Value

Pour Density, lb/ft
3

20.5 18.5/22.5 D1513

Fines Content,  %
Bulk shipments 3.0 /6.0 D1508
Bag shipments 5.0 /9.0

Sieve Residue, ppm
No. 325 mesh 300 /500 D1514
No. 35 mesh 0 /5

1.0 /1.5 D1509
Heating Loss,  %

Bulk shipments
Bag shipments 1.0 /2.0

*Annual Book of ASTM Standards, Vol. 09.01

Rev 2 [01-03]

CONTINEX  N234
PRODUCT DATA SHEET 

Iodine Absorption
Number, gI2 / Kg

Oil Absorption No. [OAN]
cm3 / 100g

Oil Absorption No. [OAN]
cm3 / 100g

Tint Strength, %

Primary Analytical Target Recommended
Test Properties: Value Specification ASTM STM*

92 86/98 D6556

135 129/141 D2414

105 99/111 D3265

Secondary Physical Typical
Test Properties: Value

Pour Density, lb/ft
3

20.0 18.0/22.0 D1513

Fines Content,  %
Bulk shipments 3.0 /6.0 D1508
Bag shipments 5.0 /9.0

Sieve Residue, ppm
No. 325 mesh 300 /500 D1514
No. 35 mesh 0 /5

1.0 /1.5 D1509
Heating Loss,  %

Bulk shipments
Bag shipments 1.0 /2.0

*Annual Book of ASTM Standards, Vol. 09.01

Rev 2 [01-03]

CONTINEX  LH30
PRODUCT DATA SHEET 

Iodine Absorption
Number, gI2 / Kg

Oil Absorption No. [OAN]
cm3 / 100g

Oil Absorption No. [OAN]
cm3 / 100g

Tint Strength, %

Primary Analytical Target
Test Properties: Value ASTM STM*

122 D1510

114 D2414

129 D3265

Secondary Physical Descriptive
Test Properties: Value

Pour Density, lb/ t
3 21.5 D1513

5.0 D1508
Fines Content,  %
Bulk shipments 
Bag shipments 10.0

Sieve Residue, ppm
1000 max D1514No. 325 mesh 

1.5 max D1509
Heating Loss,  %

Bulk shipments
Bag shipments 1.5 max

*Annual Book of ASTM Standards, Vol. 09.01

CONTINEX  N120
PRODUCT DATA SHEET 

Iodine Absorption
Number, g / Kg

Oil Absorption No. [OAN]
cm3 / 100g

Oil Absorption No. [OAN]
cm3 / 100g

Tint Strength, %

Primary Analytical Target
Test Properties: Value ASTM STM*

120 D1510

125 D2414

123 D3265

Secondary Physical Typical
Test Properties: Value

Pour Density, lb/ft
3

20.5 D1513

Fines Content,  %
Bulk shipments 3.0 D1508
Bag shipments 5.0

Sieve Residue, ppm
No. 325 mesh <300 D1514
No. 35 mesh 0

1.0 D1509
Heating Loss,  %

Bulk shipments
Bag shipments 1.0

*Annual Book of ASTM Standards, Vol. 09.01

CONTINEX  N234
PRODUCT DATA SHEET 

Iodine Absorption
Number, g / Kg

Oil Absorption No. [OAN]
cm3 / 100g

Oil Absorption No. [OAN]
cm3 / 100g

Tint Strength, %

Primary Analytical Target
Test Properties: Value ASTM STM*

92 D6556

135 D2414

105 D3265

Secondary Physical Typical
Test Properties: Value

Pour Density, lb/ft
3

20.0 D1513

Fines Content,  %
Bulk shipments 3.0 D1508
Bag shipments 5.0

Sieve Residue, ppm
No. 325 mesh <300 D1514
No. 35 mesh 0

1.0 D1509
Heating Loss,  %

Bulk shipments
Bag shipments 1.0

*Annual Book of ASTM Standards, Vol. 09.01

CONTINEX  LH30
PRODUCT DATA SHEET 

Iodine Absorption
Number, g/Kg

Oil Absorption No. [OAN]
cm3 / 100g

Oil Absorption No. [OAN]
cm3 / 100g

Tint Strength, %

Primary Analytical Target
Test Properties: Value ASTM STM*

82 D1510

102 D2414

Secondary Physical Typical
Test Properties: Value

Pour Density, lb/ft
3

23.5 D1513

Fines Content,  %
Bulk shipments 3.0 D1508
Bag shipments 5.0

Sieve Residue, ppm
No. 325 mesh 50 D1514

1.0
D1509

D5230

Heating Loss,  %
Bulk shipments
Bag shipments

Pellet Hardness
High
Average

1.0

54
34

*Annual Book of ASTM Standards, Vol. 09.01

SATIN BLACK  SBX152 
PRODUCT DATA SHEET 

Iodine Absorption
Number, g/Kg

Oil Absorption No. [OAN]
cm3 / 100g

Oil Absorption No. 
[OAN] cm3 /100g

Primary Analytical Target
Test Properties: Value ASTM STM*

43 D1510

121 D2414

59 D3265

Secondary Physical Typical
Test Properties: Value

Pour Density, lb/ft
3

22 D1513

Fines Content,  %
Bulk shipments 3.0 D1508
Bag shipments 5.0

Sieve Residue, ppm
No. 325 mesh 50 D1514

No. 35 mesh 0

1.0 D1509

D5230

Heating Loss,  %
Bulk shipments
Bag shipments

Pellet Hardness
High
Average

1.0

54
34

*Annual Book of ASTM Standards, Vol. 09.01

SATIN BLACK  SBX252 
PRODUCT DATA SHEET 

Iodine Absorption
Number, g/Kg

Oil Absorption No. [OAN]
cm3 / 100g

Oil Absorption No. 
[OAN] cm3 /100g

Tint Strength, %

Primary Analytical Target
Test Properties: Value ASTM STM*

36 D1510

122 D2414

Secondary Physical Typical
Test Properties: Value

Pour Density, lb/ft
3

22 D1513

Fines Content,  %
Bulk shipments 3.0 D1508
Bag shipments 5.0

Sieve Residue, ppm
No. 325 mesh 50 D1514

No. 35 mesh 0

1.0 D1509

D5230

Heating Loss,  %
Bulk shipments
Bag shipments

Pellet Hardness
High
Average

1.0

54
34

*Annual Book of ASTM Standards, Vol. 09.01

SATIN BLACK  SBX352 
PRODUCT DATA SHEET 

Iodine Absorption
Number, g/Kg

Oil Absorption No. [OAN]
cm3 / 100g

Oil Absorption No. 
[OAN] cm3 /100g

Primary Analytical Target
Test Properties: Value ASTM STM*

36 D1510

90 D2414

Secondary Physical Typical
Test Properties: Value

Pour Density, lb/ft
3

26.5 D1513

Fines Content,  %
Bulk shipments 3.0 D1508
Bag shipments 5.0

Sieve Residue, ppm
No. 325 mesh 50 D1514

No. 35 mesh 0

1.0 D1509

D5230

Heating Loss,  %
Bulk shipments
Bag shipments

Pellet Hardness
High
Average

1.0

54
34

*Annual Book of ASTM Standards, Vol. 09.01

SATIN BLACK  SBX452 
PRODUCT DATA SHEET 

Iodine Absorption
Number, g/Kg

Oil Absorption No. [OAN]
cm3 / 100g

Oil Absorption No. 
[OAN] cm3 /100g

Primary Analytical Target
Test Properties: Value ASTM STM*

27 D1510

65 D2414

Secondary Physical Typical
Test Properties: Value

Pour Density, lb/ft
3

30.5 D1513

Fines Content,  %
Bulk shipments 3.0 D1508
Bag shipments 5.0

Sieve Residue, ppm
No. 325 mesh 50 D1514

No. 35 mesh 0

1.0 D1509

D5230

Heating Loss,  %
Bulk shipments
Bag shipments

Pellet Hardness
High
Average

1.0

54
34

*Annual Book of ASTM Standards, Vol. 09.01

SATIN BLACK  SBX552 
PRODUCT DATA SHEET 

Iodine Absorption
Number, g/Kg

Oil Absorption No. [OAN]
cm3 / 100g

Oil Absorption No. 
[OAN] cm3 /100g

Primary Analytical Target
Test Properties: Value ASTM STM*

29 D1510

72 D2414

Secondary Physical Typical
Test Properties: Value

Pour Density, lb/ft
3

29.0 D1513

Fines Content,  %
Bulk shipments 3.0 D1508
Bag shipments 5.0

Sieve Residue, ppm
No. 325 mesh 50 D1514

No. 35 mesh 0

1.0 D1509

D5230

Heating Loss,  %
Bulk shipments
Bag shipments

Pellet Hardness
High
Average

1.0

54
34

*Annual Book of ASTM Standards, Vol. 09.01

SATIN BLACK  SBX652 
PRODUCT DATA SHEET 

Iodine Absorption
Number, g/Kg

Oil Absorption No. [OAN]
cm3 / 100g

Oil Absorption No. 
[OAN] cm3 /100g

Primary Analytical Target
Test Properties: Value ASTM STM*

43 D1510

121 D2414

Secondary Physical Typical
Test Properties: Value

Pour Density, lb/ft
3

22.0 D1513

Fines Content,  %
Bulk shipments 3.0 D1508
Bag shipments 5.0

Sieve Residue, ppm
No. 325 mesh 50 D1514

No. 35 mesh 0

1.0 D1509
Heating Loss,  %

Bulk shipments
Bag shipments

PNA level, ppm

1.0

0

*Annual Book of ASTM Standards, Vol. 09.01

SATIN BLACK  SBX256 
PRODUCT DATA SHEET 

Iodine Absorption
Number, g/Kg

Oil Absorption No. [OAN]
cm3 / 100g

Oil Absorption No. 
[OAN] cm3 /100g

Primary Analytical Target
Test Properties: Value ASTM STM*

29 D1510

72 D2414

Secondary Physical Typical
Test Properties: Value

Pour Density, lb/ft
3

29.0 D1513

Fines Content,  %
Bulk shipments 3.0 D1508
Bag shipments 5.0

Sieve Residue, ppm
No. 325 mesh 50 D1514

No. 35 mesh 0

1.0 D1509
Heating Loss,  %

Bulk shipments
Bag shipments

PNA level, ppm

1.0

0

*Annual Book of ASTM Standards, Vol. 09.01

SATIN BLACK  SBX656
PRODUCT DATA SHEET 

Iodine Absorption
Number, g/Kg

Oil Absorption No. [OAN]
cm3 / 100g

Oil Absorption No. 
[OAN] cm3 /100g

Primary Analytical Target
Test Properties: Value ASTM STM*

36 D1510

122 D2414

Secondary Physical Typical
Test Properties: Value

Pour Density, lb/ft
3

22 D1513

Fines Content,  %
Bulk shipments 3.0 D1508
Bag shipments 5.0

Sieve Residue, ppm
No. 325 mesh 50 D1514

No. 35 mesh 0

1.0 D1509
Heating Loss,  %

Bulk shipments
Bag shipments

Pellet Hardness, gm
High
Average

1.0

*Annual Book of ASTM Standards, Vol. 09.01

SATIN BLACK  SBX351
PRODUCT DATA SHEET 

Iodine Absorption
Number, g/Kg

Oil Absorption No. [OAN]
cm3 / 100g

Oil Absorption No. 
[OAN] cm3 /100g

54
34

D5230


